SMBJ ™ Knewies

S e Oplimige your pu plant

Module ID:

Manufacturer:

Module Type/Description:

Testcenter Serial: 2010_1Ina
Module Overall Judgement: CLASSD

Job ID: 2018-02-15
Address:
Country / City:

Power
Pmpp @ STC IEC60891: 60.4W
Power missmatch: -19.5% to 75.0W ( -5.0%->+10.0% )
Tmod / Tref: 21.4C/ 28.1C
Flash Time: 60.0ms
Flasher Parameter: C940/Thinfilm/175ms
Reference: 1.040 RM
Operator / Date Time: KONSTANTINOS KARYOTIS 2/15/2018 11:13 AM
Electrical
Connection Check: Successfull: 1.9A /82.1V
Diode Test: Successfull: 9.9A /1.0V
Electroluminescence
Cell Judgement Count: 0 very critical: >=20% cell area affected
0 critical: <20% cell area affected
0 uncritical: no cell area affected
0 other EL abnormalities
No Judgment Count: 1
EL Parameter: 6.0s / 78.3V / 3.3A / Module
Operator / Date Time: KONSTANTINOS KARYOTIS 2/15/2018 11:13 AM
Photography
Images: 1
Operator / Date Time: KONSTANTINOS KARYOTIS 2/21/2018 8:06 PM

Test report generated by = MBJ Mobile PV-Testcenter (Desktop KONSTANTINOS KARYOTIS) on 2/21/2018 at 8:19 PM.
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Voltage/V
Pmpp[W] Impp[A] Umpp[V] Isc[A] Uoc[V] IrrffW/m2] FF[%]
IEC60891 STC 60.4 1.52 39.82 1.82 56.75 1000.0 58.4
Measured 52.9 1.31 40.23 1.60 56.88 820.9 58.1
Tmod[°C]:21.4 Tref[°C]:28.1 Tdev[°C]:29.7 Tout[°C]:10.5 T[ms]:60.0
Type:Amorph alpha[%0]:0.001 beta[%]:-0.340
IEC alCF:0.060 IEC Rs[Ohm]:2.00
Software:646p

Reference: 1.040 RM

Test report generated by = MBJ Mobile PV-Testcenter (Desktop KONSTANTINOS KARYOTIS) on 2/21/2018 at 8:19 PM.



Electroluminescence for

Current[A]: 3.278 Voltage[V]: 78.262
Exposure Time [ms]: 6000 KONSTANTINOS KARYOTIS 2/15/2018 11:13 AM

Test report generated by = MBJ Mobile PV-Testcenter (Desktop KONSTANTINOS KARYOTIS) on 2/21/2018 at 8:19 PM.



Photos for

Test report generated by = MBJ Mobile PV-Testcenter (Desktop KONSTANTINOS KARYOTIS) on 2/21/2018 at 8:19 PM.
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